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NINGBO ECONOMIC DEVELOPMENT ZONE
CHINA-BAS XIANGFEI TRADE CO. LTD

RM2218 HUALIAN OFFICE BUILDING NO.55
DONGDU ROAD.NINGBO

Sample Description: SLEEPING MAT
Manufacturer: i PO No.: 2011
Buyer: i Style: . 2011-3A/UNDER THE SEA
Country of Origin: / g::,:i‘::n{;tm f
Color: SKE-BLUEYELLOW SKU No.: f
/RED/GREEN/ROSE
Protocol No.: ¥ UPC Code: i}
Previous Report No.: / End Use: CHILDREN
Submitted fiber content:  65% POLYESTER / 35% CONTTON
Submitted care MACHINE WASH COLD OR WARM SEPARATELY.DO NOT BLEACH. TUMBLE
instruction(s) DRY LOW HEAT OR LINE DRY

BVCPS SHANGHAI CONTACT INFORMATION FOR THIS REPORT

Technical questions:

Primary Contact: Claire Huang 24166789, email: Claire.huang@cn.bureauveritas.com
Back-Up Contact: Ruby He 24168888, email: Ruby.he@cn.bureauveritas.com

Concerns About Billing and General Inquires:

Primary Contact: Charlotte Gu 24166800, email: Charlotte.gu@cn bureauveritas com
Back-Up Contact; Snow Li 24166811, email: Snow li@cn.bureauveritas.com
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EXECUTIVE SUMMARY:

The test results are listed as below:

Evaluation

Method

Requirement

Results

Total lead content
in surface coating

Consumer
Product
Safety
Improvement
Act of 2008 /
16 CFR
1303/ ADAC
974.02
(modified) /
CPSD-AN-
00001-
MTHD /
CPSC-CH-
E1003-09

Must not exceed 90ppm
{Requirement specified by client.)

Coating on label:
Less than 10ppm

PASS

REMARK:

The client specifies the test methods and requirements.
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